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Insulating materials – Industrial rigid round laminated tubes and rods 

based on thermosetting resins for electrical purposes – 
 

Part 1: Definitions, designations and general 
requirements 
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5 General requirements – Appearance 

Replace, in the last sentence of Note 1, the words “…ratio of wall thickness to internal 
diameter of 0,25 and below…” with “…ratio of wall thickness to internal diameter of 0,25 and 
above…”. 
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